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Graphene analogue in 
(111)-oriented BaBiO3 bilayer 
heterostructures for topological 
electronics
Rokyeon Kim1,2, Jaejun Yu  2 & Hosub Jin3

Topological electronics is a new field that uses topological charges as current-carrying degrees of 
freedom. For topological electronics applications, systems should host topologically distinct phases 
to control the topological domain boundary through which the topological charges can flow. Due to 
their multiple Dirac cones and the π-Berry phase of each Dirac cone, graphene-like electronic structures 
constitute an ideal platform for topological electronics; graphene can provide various topological 
phases when incorporated with large spin-orbit coupling and mass-gap tunability via symmetry-
breaking. Here, we propose that a (111)-oriented BaBiO3 bilayer (BBL) sandwiched between large-gap 
perovskite oxides is a promising candidate for topological electronics by realizing a gap-tunable, and 
consequently a topology-tunable, graphene analogue. Depending on how neighboring perovskite 
spacers are chosen, the inversion symmetry of the BBL heterostructure can be either conserved or 
broken, leading to the quantum spin Hall (QSH) and quantum valley Hall (QVH) phases, respectively. 
BBL sandwiched by ferroelectric compounds enables switching of the QSH and QVH phases and 
generates the topological domain boundary. Given the abundant order parameters of the sandwiching 
oxides, the BBL can serve as versatile topological building blocks in oxide heterostructures.

The emergence of physical degrees of freedom and their easy manipulation has led to corresponding fields of 
electronics, such as spintronics1, valleytronics2, and plasmonics3. As a unique degree of freedom appearing only 
at the domain boundary between two different topological phases, a topological charge4 can give rise to topolog-
ical electronics. For topological electronics, whereby information is carried by the topological charge through the 
topological domain boundary5,6, at least two distinct topological phases should be accessible and controllable 
within a system. In this regard, a gap-tunable graphene-like electronic structure7,8 is an ideal candidate for top-
ological electronics applications. It has been suggested that various topological phases can be hosted by opening 
the band-gap of a Dirac cone via spin-orbit coupling (SOC) or symmetry-breaking; the quantum spin Hall (QSH) 
phase can be induced by SOC9, the quantum valley Hall (QVH) phase by breaking the sublattice symmetry10, and 
the quantum anomalous Hall phase by breaking the time-reversal symmetry11.

The maximum band-gap tunability of a Dirac cone, which is essential for topological electronics but barely 
achievable in graphene12, can be realized in a (111)-oriented BaBiO3 bilayer (BBL) oxide heterostructure. The 
confluence of oxide heterostructures13–15, Dirac materials16, and topological quantum matters17–19 produces a 
graphene analogue with a tunable band-gap, which links directly to the tunable topological phase. As shown 
in Fig. 1(a), in the crystal structure of the BBL, the Bi atom forms a buckled honeycomb network. Considering 
the Bi4+ (6s1) configuration of BaBiO3, the half-filled 6s-orbital in the honeycomb lattice inherently produces a 
Dirac cone at points K and K′ in the hexagonal Brillouin zone. The large SOC stems from the strong hybridi-
zation between the neighboring Bi 6s- and 6p-orbitals. Here we note that the bulk BaBiO3 was reported to be a 
three-dimensional topological insulator due to the large SOC of the Bi 6p-orbitals19. Importantly, the abundant 
order parameters of the sandwiching oxide perovskite materials can break various symmetries of BBL, allowing 
it to possess various topological phases.
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Results
Various topology in oxide heterostructures. Specifically, BaMIO3/BBL/BaMIIO3 heterostructures stacked 
along the [111]-direction are considered (Fig. 1(a)). The simple design principle applied for construction of the target 
system is that BBL provides a graphene-like low-energy electronic degree of freedom, and the sandwiching perovskite 
oxides, BaMIO3 and BaMIIO3, determine the symmetry of the BBL. Therefore, the topological phase and band-gap of 
the Dirac cones rely completely on the choice of the MI and MII atoms. Given the wide variety of choice as MI and MII 
atoms, rich physics, including non-trivial band topology, is accessible in this oxide heterostructure platform.

When the MI and MII atoms are of the same species, and their perovskite form, BaMI,IIO3, has a para-electric, 
non-magnetic insulating phase, the BBL has the full space-group symmetry of the buckled honeycomb lattice 
and time-reversal symmetry. Subsequently, a gapless Dirac cone, the fundamental building block in this work, 
appears. After containing the SOC, the Dirac cone acquires a mass-gap and the QSH phase emerges, which 
exactly realizes the Kane-Mele model9. Alternatively, if we choose different MI and MII atoms while preserving 
the time-reversal symmetry, we can selectively break the inversion symmetry of the BBL heterostructure. The 
break in the inversion symmetry of the BBL resulting from using two different neighboring oxides is equivalent 
to the sublattice symmetry breaking of the buckled honeycomb lattice. As a result, the Dirac cone acquires a 
sublattice-dependent mass-gap, and the system adopts the QVH phase10. With no inversion symmetry, SOC can 

Figure 1. Graphene analogue and various topological phases in BaBiO3 bilayer (BBL) heterostructures. 
(a) Atomic configuration of the B-site atoms in the BaMIO3/BBL/BaMIIO3 heterostructure. (b) Massless/
massive Dirac cones and the corresponding topological phases in the BBL heterostructure as a function of 
spin-orbit coupling (SOC) (λSOC) and the sublattice potential difference (Δ). The electronic band structure of 
the symmetric BaZrO3/BBL/BaZrO3 heterostructure (c) without and (d) with SOC, and (e) the topologically 
protected edge state of the quantum spin Hall (QSH) phase along the zigzag edge. The band structure of the 
asymmetric BaZrO3/BBL/BaHfO3 heterostructure (f) without and (g) with SOC, and (h) the Berry curvature 
that is alternating at each valley and indicating the quantum valley Hall (QVH) phase.
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exhibit extra valley-dependent spin splitting at the gapped Dirac cone and introduce spin-valley coupling, which 
is frequently seen in the monolayer transition metal dichalcogenide series20. These features are summarized in 
Fig. 1(b), and the corresponding ab-initio calculations are shown in Fig. 1(c–h).

Electronic structures. For the symmetric BBL configuration where MI = MII = Zr, the electronic struc-
tures without and with SOC are calculated in Fig. 1(c),(d), respectively. Gapless linear band dispersion appears 
inside the large band-gap of the sandwiching oxide, BaZrO3, and the low-energy band structure is governed 
by the Bi 6s-orbital Dirac cone (Fig. 1(c)). When SOC is included, a band-gap of 79 meV opens at the Dirac 
point (Fig. 1(d)); opening of a band-gap by SOC in an otherwise gapless Dirac cone indicates the presence of 
a Kane-Mele type topological insulator. The unexpectedly large SOC-induced gap in the s-orbital system is 
attributed to the strong Bi 6s-6p hybridization and the large atomic SOC of the Bi 6p-orbital (for details on 
the tight-binding analysis and SOC, see Supplementary Information). The topologically protected edge state, 
shown in Fig. 1(e), of the ribbon geometry with the zigzag edge confirms the QSH phase of the symmetric BBL 
heterostructure via the bulk-boundary correspondence. The same QSH phase of the symmetric configuration is 
attainable with other sandwiching perovskite compounds, including a Sr-based heterostructure in which all of 
the Ba atoms are replaced by Sr atoms. These are listed in Table 1, and the band-gap ranges from 45 to 100 meV. 
Therefore, the QSH phase in the symmetric BBL configuration is detectable and usable at room temperature.

Figure 1(f),(g) depict the electronic structures without and with SOC, respectively, for the asymmetric BBL 
configuration where MI = Zr and MII = Hf. The structural inversion asymmetry induced by sandwiching with 
different oxides produces the potential difference at each sublattice site of the buckled honeycomb structure, 
and results in a QVH phase with a direct band-gap of 0.92 eV at the Dirac point (Fig. 1(f)). In the asymmet-
ric BBL configuration, the band topology is characterized by the valley-Chern number, and the QVH phase 
is verified by calculating the valley-contrasting Berry curvature10 as shown in Fig. 1(h). The Berry curvature 
at each K and K′ valley has the opposite sign, leading to the non-zero valley-Chern number. As SOC is turned 
on, extra valley-dependent spin splitting at both the conduction and valence band edges occurs by 103 and 
29 meV, respectively (Fig. 1(g)). In addition to the usefulness of the QVH phase for topological electronics, this 
interesting spin-valley coupling might be available for spin-valleytronics applications20,21; near K and K′, both 
valley-dependent Zeeman-type and valley-independent Rashba-type spin splitting occur on the out-of-plane and 
in-plane spin components, respectively (see Supplementary Information Fig. S2).

Ferroelectric control of topological phases. Having revealed that two distinctive topological phases, 
QSH and QVH, take place in the same framework, the BBL heterostructure still has room for improvement 
in terms of topology-tunability; the QSH phase still cannot be converted into the QVH phase and vice versa 
within one system. Recalling that the topological phase of the BBL heterostructure is governed by its sym-
metry, topology-control is synonymous with symmetry-control in this system. Therefore, introducing a 
symmetry-breaking order parameter in the neighboring perovskite oxide makes it possible to control the topol-
ogy of the BBL heterostructure. Because the corresponding symmetry that distinguishes the QSH and QVH 
phases is the spatial inversion, BBL sandwiched by ferroelectric perovskite oxides provides a way to control the 
inversion symmetry, and ultimately switch the QSH and QVH phases.

By sandwiching the well-known ferroelectric BaTiO3 with the [111] polarization direction, we can construct a 
BaTiO3/BBL/BaTiO3 heterostructure as a unified system hosting and controlling both the QSH and QVH phases. 
Depending on the relative polarization direction of the BaTiO3 on either side of the BBL, the inversion symmetry 
can be either conserved or broken; if the polarization direction is the opposite (same), the inversion symmetry of 
the BBL heterostructure is conserved (broken). As a result, the QSH (QVH) phase with a band-gap of 108 meV 
(1.17 eV) arises within the anti-parallel (parallel) polarization configuration, as shown in Fig. 2(a),(b)). Moreover, 
by developing a ferroelectric domain boundary, a topological domain boundary is induced, in which a topolog-
ically protected edge state emerges and the topological charge flows. Suppose that we prepare a BaTiO3/BBL/
BaTiO3 heterostructure that initially has a parallel polarization configuration. As the polarization of the upper 
BaTiO3 layer starts to be flipped using an atomic-force microscope (AFM) tip and a ferroelectric domain bound-
ary is generated, the topological domain boundary between the QSH and QVH phases develops simultaneously 
(see Fig. 2(c)). This controllability22 enables us to manipulate the conducting path of the topological charge in a 
non-volatile, reconfigurable way, which is an important operation in topological electronics.

Sandwiching 
layer

lattice 
parameter (Å)

QSH gap 
at K (meV)

Sandwiching 
layer

lattice 
parameter (Å)

QSH gap 
at K (meV)

BaTiO3 4.034 108 SrTiO3 3.943 102

BaZrO3 4.255 79 SrZrO3 4.196 89

BaSnO3* 4.187 72 SrSnO3* 4.111 81

BaHfO3 4.202 49 SrHfO3 4.140 59

BaCeO3 4.473 60 SrCeO3 4.427 45

Table 1. Lattice parameters and QSH gap in symmetric heterostructures. The Ba- and Sr-based 
heterostructures are listed. All lattice parameters are calculated with the ideal perovskite structure. 
Lattice parameters of BaBiO3 and SrBiO3 are 4.421 Å and 4.366 Å, respectively. *Because of the band-gap 
underestimation of BaSnO3 and SrSnO3 in DFT, the QSH gap appearing at points K and K′ is located above the 
Fermi level, when the Bi honeycomb lattice is sandwiched by BaSnO3 or SrSnO3 layers.
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Discussion
A major premise in this work is the Bi4+ charge state in the buckled honeycomb lattice; the fundamental building 
block—the 6s-orbital Dirac cone—and the subsequent topological phases hinge entirely on it. However, Bi4+ is 
unstable in bulk BaBiO3, in which the charge ordering of Bi3+ and Bi5+ is accompanied by breathing instability of 
the BiO6 octahedron, and the Bi3+ and Bi5+ planes alternate along the [111]-direction23. If the Bi4+ charge state is 
unstable in the BBL heterostructure, the QSH phase seen in the symmetric configuration becomes unstable and 

Figure 2. Ferroelectric control between QSH and QVH phases. Ferroelectric switching alters the topological 
phase of the BaTiO3/BBL/BaTiO3 heterostructure: (a) anti-parallel and (b) parallel polarization correspond 
to the QSH and QVH phases, respectively. (c) The ferroelectric domain boundary controlled using the atomic 
force microscope (AFM) tip generates the QSH/QVH topological domain boundary.
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transforms into the QVH phase by spontaneously breaking the sublattice symmetry. Therefore, it is important 
to verify the robustness of Bi4+ and the graphene-like electronic structure in the BBL heterostructure against the 
charge ordering instability. We applied a small external electric field along the [111]-direction of the BaZrO3/
BBL/BaZrO3 slab geometry to examine whether a small perturbation can trigger the charge ordering and induce 
the QVH phase abruptly. As shown in Fig. 3(a), the QSH band-gap of 75.7 meV decreases continuously, closes at 
εc = 26 mV/Å, and re-opens as the field strength increases. At the gap-closing point, band inversion occurs and 
the topology of the system changes from the QSH to the QVH phase. Consequently, unlike the bulk BaBiO3, the 
Bi4+ charge state and QSH phase in the symmetric configuration of the BBL heterostructure remain intact under 
a small external perturbation. Recent experiments examining BaBiO3 thin films showed that the charge ordering 
instability is suppressed as the film thickness decreases24, which is consistent with our result.

This stability test revealed one more appealing aspect; the Bi4+ charge state is not only sufficiently stable to 
sustain multiple Dirac cones, but is also susceptible to easy manipulation of the band-gap and topological phase 
by a small electric field. The QSH gap is closed by an external field of εc = 26 mV/Å and the band topology is 
switched to the QVH phase at greater field strengths. The large buckling angle in the BBL honeycomb lattice and 
the latent Bi3+/5+-tendency seem to be responsible for the easy tunability, and make the system a potential plat-
form for topological electronics via the electric field. Taking advantage of the easy controllability of the band-gap 
and topology of the BBL heterostructure, we designed a topological electronic field-effect-transistor25, as shown 
in Fig. 3(b–g). The single-gated transistor sketched in Fig. 3(b) can develop the QSH/QVH domain boundary, 
possibly leading to the QSH edge state when the gate electric field εz > εc. Considering the finite width W of the 
gate electrode, the edge states located at both sides of the topological domain boundary can overlap if the 
band-gap of the QVH phase induced by εz is small. Given that the penetration length of the edge state into the 
insulating bulk is v

E
F

g
, where vF is the Fermi velocity of the Dirac cone (3.55 × 105 m/s in the BBL heterostructure) 

and Eg is the band-gap, strong edge overlap occurs when W v
E2

F

g
. For example, if W = 50 nm and εc < εz ≤ 

29.2 mV/Å, the QSH edge states on both sides easily interact via the shallow-gapped bulk region, hampering its 
ability to carry a topological charge through the topological domain boundary. Therefore, a gate electric field well 
above εc can host the spin-momentum-locked QSH edge states (see Fig. 3(c),(d)).

Figure 3. Stability of QSH phase and design of topological electronic field effect transistors. (a) The stability 
of the QSH phase in the symmetric BBL heterostructure is tested by applying a vertical electric field. (b) The 
single-gated transistor and (c) edge states as a function of the gate electric field are depicted schematically. (d) 
For a large gate electric field, the spin-momentum locked QSH edge states appear at both sides of the QSH/
QVH boundary. (e) The double-gated transistor is sketched, and (f) the various topological domain boundaries 
are tuned by the gate electric fields. (g) The corresponding topological edge configurations are shown. The grey 
area in (c) and (f) indicates the strong edge overlapped region.
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The double-gated system sketched in Fig. 3(e) can give rise to various topological domain boundary configu-
rations and their corresponding topological edge states. As well as the QSH/QVH boundary, the topological 
domain boundary between two different QVH phases, whose non-zero valley-Chern numbers have the opposite 
sign, also appears depending on the gate electric fields ε1z and ε2z (Fig. 3(f)). Again, due to the finite width of the 
two gate electrodes W1 and W2, a strong edge-overlapped region exists, and is shown in grey in Fig. 3(f). With 
|ε1z| < εc < |ε2z| (|ε2z| < εc < |ε1z|), the double-gated transistor behaves in the same way as the single-gate transistor, 
and the strong edge-overlapped region is determined by W v

E2
F

g

1

1
 







W v
E2

F

g

2

2
. When both gate electric fields 

exceed εc and are aligned in parallel, the QVH phase is formed in a region whose effective width is W1 + W2; thus, 
the condition for the strong edge overlap between the QSH edge states becomes  ++W W v

E
v
E2

F

g

F

g

1 2

1 2
. Interestingly, 

two gate electric fields exceeding εc but with an anti-parallel alignment develop two QVH phases possessing the 
opposite valley-Chern numbers. As a result, the valley-momentum-locked QVH edge states appear along the 
inner QVH domain boundary26,27, together with the QSH edge states along the outer QSH/QVH boundary. The 
existence and position of various non-trivial edge states can be controlled by the gate electric fields in the 
double-gated transistor (Fig. 3(g)). In an array of multiple topological electronic transistors based on the BBL 
heterostructure, we can tailor the conducting path that carries two different topological charges28.

In conclusion, we show that the hetrostructure of a (111)-oriented BaBiO3 bilayer sandwiched between per-
ovskite oxides can host QSH and QVH phases with the choice of sandwiching materials, and is therefore a prom-
ising platform of topological electronics. Although the overall discussion focuses on controlling the inversion 
symmetry, a BBL heterostructure sandwiched by various ferroic perovskite oxides will likely serve as a general 
scheme for hosting many controllable topological phases. For example, by introducing a ferromagnetic sandwich-
ing oxide, we can break the time-reversal symmetry of the BBL in two different ways. With parallel ferromagnetic 
moments on both sides, the BBL honeycomb lattice is subject to a constant Zeeman field, possibly generating the 
quantum anomalous Hall phase by breaking the time-reversal symmetry4. For the anti-parallel ferromagnetic 
moments, a sublattice-dependent staggered Zeeman field arises, leading to the so-called quantum spin-valley 
Hall phase by breaking both the time-reversal and inversion symmetries but conserving the composite of the two 
symmetries29. For the BBL sandwiched by multi-ferroic perovskite oxides, we can control both the spatial inver-
sion and time-reversal symmetries simultaneously30. The potential to make a three-dimensional integrated super-
lattice composed of various topological compartments makes the BBL heterostructure even more fascinating.

Methods
First-principles calculations. The first-principles calculations were performed using the density functional 
theory with projector augmented wave potentials and the Perdew-Burke-Ernzerhof exchange correlation func-
tional as implemented in VASP code31,32. The plane-wave energy cutoff was set at 400 eV, and 12 × 12 × 1 mesh 
was used for momentum space sampling. The atomic structures were relaxed with the force criteria of 0.005 eV/Å. 
The wannier90 code was used to construct the maximally-localized Wannier function33, in which four Bi s-pro-
jectors (including spin components) were used to reproduce the band structures near the Fermi level. The Berry 
curvature was calculated with the linear response Kubo formula, and the tight-binding Hamiltonian of strip 
geometry was constructed using the obtained Wannier functions and hopping parameters.

Data Availability. The datasets generated during and/or analysed during the current study are available from 
the corresponding author on reasonable request.

References
 1. Wolf, S. A. et al. Spintronics: a spin-based electronics vision for the future. Science 294, 1488, https://doi.org/10.1126/

science.1065389 (2001).
 2. Rycerz, A., Tworzydło, J. & Beenakker, C. W. J. Valley filter and valley valve in graphene. Nature Physics 3, 172, https://doi.

org/10.1038/nphys547 (2007).
 3. Zia, R., Schuller, J. A., Chandran, A. & Brongersma, M. L. Plasmonics: the next chip-scale technology. Materials Today 9, 20, https://

doi.org/10.1016/s1369-7021(06)71572-3 (2006).
 4. Avron, J. E., Osadchy, D. & Seiler, R. A Topological Look at the Quantum Hall Effect. Physics Today 56, 38, https://doi.

org/10.1063/1.1611351 (2003).
 5. Roth, A. et al. Nonlocal transport in the quantum spin Hall state. Science 325, 294, https://doi.org/10.1126/science.1174736 (2009).
 6. Gorbachev, R. V. et al. Detecting topological currents in graphene superlattices. Science 346, 448, https://doi.org/10.1126/

science.1254966 (2014).
 7. Gusynin, V. P. & Sharapov, S. G. Unconventional integer quantum Hall effect in graphene. Phys Rev Lett 95, 146801, https://doi.

org/10.1103/PhysRevLett.95.146801 (2005).
 8. Zhang, Y., Tan, Y. W., Stormer, H. L. & Kim, P. Experimental observation of the quantum Hall effect and Berry’s phase in graphene. 

Nature 438, 201, https://doi.org/10.1038/nature04235 (2005).
 9. Kane, C. L. & Mele, E. J. Z2 topological order and the quantum spin Hall effect. Phys Rev Lett 95, 146802, https://doi.org/10.1103/

PhysRevLett.95.146802 (2005).
 10. Xiao, D., Yao, W. & Niu, Q. Valley-contrasting physics in graphene: magnetic moment and topological transport. Phys Rev Lett 99, 

236809, https://doi.org/10.1103/PhysRevLett.99.236809 (2007).
 11. Qiao, Z. et al. Quantum anomalous Hall effect in graphene from Rashba and exchange effects. Physical Review B 82, 161414, https://

doi.org/10.1103/PhysRevB.82.161414 (2010).
 12. Qin, Y. et al. Sizeable Kane–Mele-like spin orbit coupling in graphene decorated with iridium clusters. Applied Physics Letters 108, 

203106, https://doi.org/10.1063/1.4950870 (2016).
 13. Zubko, P., Gariglio, S., Gabay, M., Ghosez, P. & Triscone, J.-M. Interface Physics in Complex Oxide Heterostructures. Annual Review 

of Condensed Matter Physics 2, 141, https://doi.org/10.1146/annurev-conmatphys-062910-140445 (2011).
 14. Hwang, H. Y. et al. Emergent phenomena at oxide interfaces. Nature Materials 11, 103, https://doi.org/10.1038/nmat3223 (2012).
 15. Middey, S. et al. Mott Electrons in an Artificial Graphenelike Crystal of Rare-Earth Nickelate. Phys Rev Lett 116, 056801, https://doi.

org/10.1103/PhysRevLett.116.056801 (2016).

http://dx.doi.org/10.1126/science.1065389
http://dx.doi.org/10.1126/science.1065389
http://dx.doi.org/10.1038/nphys547
http://dx.doi.org/10.1038/nphys547
http://dx.doi.org/10.1016/s1369-7021(06)71572-3
http://dx.doi.org/10.1016/s1369-7021(06)71572-3
http://dx.doi.org/10.1063/1.1611351
http://dx.doi.org/10.1063/1.1611351
http://dx.doi.org/10.1126/science.1174736
http://dx.doi.org/10.1126/science.1254966
http://dx.doi.org/10.1126/science.1254966
http://dx.doi.org/10.1103/PhysRevLett.95.146801
http://dx.doi.org/10.1103/PhysRevLett.95.146801
http://dx.doi.org/10.1038/nature04235
http://dx.doi.org/10.1103/PhysRevLett.95.146802
http://dx.doi.org/10.1103/PhysRevLett.95.146802
http://dx.doi.org/10.1103/PhysRevLett.99.236809
http://dx.doi.org/10.1103/PhysRevB.82.161414
http://dx.doi.org/10.1103/PhysRevB.82.161414
http://dx.doi.org/https://doi.org/10.1063/1.4950870
http://dx.doi.org/10.1146/annurev-conmatphys-062910-140445
http://dx.doi.org/10.1038/nmat3223
http://dx.doi.org/10.1103/PhysRevLett.116.056801
http://dx.doi.org/10.1103/PhysRevLett.116.056801


www.nature.com/scientificreports/

7Scientific RepoRts |  (2018) 8:555  | DOI:10.1038/s41598-017-19090-3

 16. Wang, J., Deng, S., Liu, Z. & Liu, Z. The rare two-dimensional materials with Dirac cones. National Science Review 2, 22, https://doi.
org/10.1093/nsr/nwu080 (2015).

 17. Rüegg, A. & Fiete, G. A. Topological insulators from complex orbital order in transition-metal oxides heterostructures. Physical 
Review B 84, 21103, https://doi.org/10.1103/PhysRevB.84.201103 (2011).

 18. Xiao, D., Zhu, W., Ran, Y., Nagaosa, N. & Okamoto, S. Interface engineering of quantum Hall effects in digital transition metal oxide 
heterostructures. Nature Communications 2, 596, https://doi.org/10.1038/ncomms1602 (2011).

 19. Yan, B. H., Jansen, M. & Felser, C. A large-energy-gap oxide topological insulator based on the superconductor BaBiO3. Nature 
Physics 9, 709–711, https://doi.org/10.1038/Nphys2762 (2013).

 20. Xiao, D., Liu, G. B., Feng, W., Xu, X. & Yao, W. Coupled spin and valley physics in monolayers of MoS2 and other group-VI 
dichalcogenides. Phys Rev Lett 108, 196802, https://doi.org/10.1103/PhysRevLett.108.196802 (2012).

 21. Di Sante, D., Stroppa, A., Barone, P., Whangbo, M.-H. & Picozzi, S. Emergence of ferroelectricity and spin-valley properties in two-
dimensional honeycomb binary compounds. Physical Review B 91, 161401(R), https://doi.org/10.1103/PhysRevB.91.161401 (2015).

 22. Garcia, V. et al. Giant tunnel electroresistance for non-destructive readout of ferroelectric states. Nature 460, 81, https://doi.
org/10.1038/nature08128 (2009).

 23. Mattheiss, L. F. & Hamann, D. R. Electronic structure of BaPb1-xBixO3. Physical Review B 28, 4227 (1983).
 24. Kim, G. et al. Suppression of Three-Dimensional Charge Density Wave Ordering via Thickness Control. Phys Rev Lett 115, 226402, 

https://doi.org/10.1103/PhysRevLett.115.226402 (2015).
 25. Qian, X., Liu, J., Fu, L. & Li, J. Solid state theory. Quantum spin Hall effect in two-dimensional transition metal dichalcogenides. 

Science 346, 1344, https://doi.org/10.1126/science.1256815 (2014).
 26. Martin, I., Blanter, Y. M. & Morpurgo, A. F. Topological confinement in bilayer graphene. Phys Rev Lett 100, 036804, https://doi.

org/10.1103/PhysRevLett.100.036804 (2008).
 27. Ju, L. et al. Topological valley transport at bilayer graphene domain walls. Nature 520, 650, https://doi.org/10.1038/nature14364 

(2015).
 28. Ezawa, M. Topological Kirchhoff law and bulk-edge correspondence for valley Chern and spin-valley Chern numbers. Physical 

Review B 88, 161406(R), https://doi.org/10.1103/PhysRevB.88.161406 (2013).
 29. Li, X., Cao, T., Niu, Q., Shi, J. & Feng, J. Coupling the valley degree of freedom to antiferromagnetic order. PNAS 110, 3738, https://

doi.org/10.1073/pnas.1219420110 (2013).
 30. Ezawa, M. Valley-polarized metals and quantum anomalous Hall effect in silicene. Phys Rev Lett 109, 055502, https://doi.

org/10.1103/PhysRevLett.109.055502 (2012).
 31. Kresse, G. & Furthmüller, J. Efficient iterative schemes forab initiototal-energy calculations using a plane-wave basis set. Physical 

Review B 54, 11169, https://doi.org/10.1103/PhysRevB.54.11169 (1996).
 32. Kresse, G. & Furthmüller, J. Efficiency of ab-initio total energy calculations for metals and semiconductors using a plane-wave basis 

set. Computational Materials Science 6, 15, https://doi.org/10.1016/0927-0256(96)00008-0 (1996).
 33. Mostofi, A. A. et al. wannier90: A tool for obtaining maximally-localised Wannier functions. Computer Physics Communications 

178, 685, https://doi.org/10.1016/j.cpc.2007.11.016 (2008).

Acknowledgements
Financial support from the Basic Science Research Program of the National Research Foundation of Korea (NRF) 
funded by the Ministry of Science, ICT & Future Planning under Grant No. 2016R1D1A1B03933255 (H.J.) and No. 
2013R1A2A2A01067950 (J.Y.), the 2015 Research Fund (1.150044.01) of UNIST (H.J.) is gratefully acknowledged. 
This work was supported by the Institute for Basic Science in Korea (Grant No. IBS-R009-D1) (R.K.).

Author Contributions
H.J. conceived the idea and designed the overall research. R.K. performed the calculations and prepared figures 
with input from H.J. and J.Y. All authors wrote the paper.

Additional Information
Supplementary information accompanies this paper at https://doi.org/10.1038/s41598-017-19090-3.
Competing Interests: The authors declare that they have no competing interests.
Publisher's note: Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.

Open Access This article is licensed under a Creative Commons Attribution 4.0 International 
License, which permits use, sharing, adaptation, distribution and reproduction in any medium or 

format, as long as you give appropriate credit to the original author(s) and the source, provide a link to the Cre-
ative Commons license, and indicate if changes were made. The images or other third party material in this 
article are included in the article’s Creative Commons license, unless indicated otherwise in a credit line to the 
material. If material is not included in the article’s Creative Commons license and your intended use is not per-
mitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly from the 
copyright holder. To view a copy of this license, visit http://creativecommons.org/licenses/by/4.0/.
 
© The Author(s) 2018

http://dx.doi.org/10.1093/nsr/nwu080
http://dx.doi.org/10.1093/nsr/nwu080
http://dx.doi.org/10.1103/PhysRevB.84.201103
http://dx.doi.org/10.1038/ncomms1602
http://dx.doi.org/10.1038/Nphys2762
http://dx.doi.org/10.1103/PhysRevLett.108.196802
http://dx.doi.org/10.1103/PhysRevB.91.161401
http://dx.doi.org/10.1038/nature08128
http://dx.doi.org/10.1038/nature08128
http://dx.doi.org/10.1103/PhysRevLett.115.226402
http://dx.doi.org/10.1126/science.1256815
http://dx.doi.org/10.1103/PhysRevLett.100.036804
http://dx.doi.org/10.1103/PhysRevLett.100.036804
http://dx.doi.org/10.1038/nature14364
http://dx.doi.org/10.1103/PhysRevB.88.161406
http://dx.doi.org/10.1073/pnas.1219420110
http://dx.doi.org/10.1073/pnas.1219420110
http://dx.doi.org/10.1103/PhysRevLett.109.055502
http://dx.doi.org/10.1103/PhysRevLett.109.055502
http://dx.doi.org/10.1103/PhysRevB.54.11169
http://dx.doi.org/10.1016/0927-0256(96)00008-0
http://dx.doi.org/10.1016/j.cpc.2007.11.016
http://dx.doi.org/10.1038/s41598-017-19090-3
http://creativecommons.org/licenses/by/4.0/

	Graphene analogue in (111)-oriented BaBiO3 bilayer heterostructures for topological electronics
	Results
	Various topology in oxide heterostructures. 
	Electronic structures. 
	Ferroelectric control of topological phases. 

	Discussion
	Methods
	First-principles calculations. 
	Data Availability. 

	Acknowledgements
	Figure 1 Graphene analogue and various topological phases in BaBiO3 bilayer (BBL) heterostructures.
	Figure 2 Ferroelectric control between QSH and QVH phases.
	Figure 3 Stability of QSH phase and design of topological electronic field effect transistors.
	Table 1 Lattice parameters and QSH gap in symmetric heterostructures.




